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§ 173.60 Dimethylamine-
epichlorohydrin copolymer. 

Dimethylamine-epichlorohydrin co-
polymer (CAS Reg. No. 25988–97–0) may 
be safely used in food in accordance 
with the following prescribed condi-
tions: 

(a) The food additive is produced by 
copolymerization of dimethylamine 
and epichlorohydrin in which not more 
than 5 mole-percent of dimethylamine 
may be replaced by an equimolar 
amount of ethylenediamine, and in 
which the mole ratio of total amine to 
epichlorohydrin is approximately 1:1. 

(b) The additive meets the following 
specifications: 

(1) The nitrogen content of the co-
polymer is 9.4 to 10.8 weight percent on 
a dry basis. 

(2) A 50-percent-by-weight aqueous 
solution of the copolymer has a min-
imum viscosity of 175 centipoises at 25 
°C as determined by LVT-series Brook-
field viscometer using a No. 2 spindle 
at 60 RPM (or by another equivalent 
method). 

(3) The additive contains not more 
than 1,000 parts per million of 1,3-
dichloro-2-propanol and not more than 
10 parts per million epichlorohydrin. 
The epichlorohydrin and 1,3-dichloro-2-
propanol content is determined by an 
analytical method entitled ‘‘The Deter-
mination of Epichlorohydrin and 1,3-
Dichloro-2-Propanol in Dimethyl-
amine-Epichlorohydrin Copolymer,’’ 
which is incorporated by reference. 
Copies are available from the Center 
for Food Safety and Applied Nutrition 
(HFS–200), Food and Drug Administra-
tion, 5100 Paint Branch Pkwy., College 
Park, MD 20740, or available for inspec-
tion at the Office of the Federal Reg-
ister, 800 North Capitol Street, NW., 
suite 700, Washington, DC 20408. 

(4) Heavy metals (as Pb), 2 parts per 
million maximum. 

(5) Arsenic (as As), 2 parts per million 
maximum. 

(c) The food additive is used as a de-
colorizing agent and/or flocculant in 
the clarification of refinery sugar liq-
uors and juices. It is added only at the 
defecation/clarification stage of sugar 
liquor refining at a concentration not 
to exceed 150 parts per million of co-
polymer by weight of sugar solids. 

(d) To assure safe use of the additive, 
the label and labeling of the additive 
shall bear, in addition to other infor-
mation required by the Act, adequate 
directions to assure use in compliance 
with paragraph (c) of this section. 

[48 FR 37614, Aug. 19, 1983, as amended at 54 
FR 24897, June 12, 1989]

§ 173.65 Divinylbenzene copolymer. 

Divinylbenzene copolymer may be 
used for the removal of organic sub-
stances from aqueous foods under the 
following prescribed conditions: 

(a) The copolymer is prepared in ap-
propriate physical form and is derived 
by the polymerization of a grade of 
divinylbenzene which comprises at 
least 79 weight-percent divinylbenzene, 
15 to 20 weight-percent ethylvinyl-
benzene, and no more than 4 weight-
percent nonpolymerizable impurities. 

(b) In accordance with the manufac-
turer’s directions, the copolymer de-
scribed in paragraph (a) of this section 
is subjected to pre-use extraction with 
a water soluble alcohol until the level 
of divinylbenzene in the extract is less 
than 50 parts per billion as determined 
by a method titled, ‘‘The Determina-
tion of Divinylbenzene in Alcohol Ex-
tracts of Amberlite XAD–4,’’ which is 
incorporated by reference. Copies of 
this method are available from the 
Center for Food Safety and Applied Nu-
trition (HFS–200), Food and Drug Ad-
ministration, 5100 Paint Branch Pkwy., 
College Park, MD 20740, or available for 
inspection at the Office of the Federal 
Register, 800 North Capitol Street, 
NW., suite 700, Washington, DC 20408. 
The copolymer is then treated with 
water according to the manufacturer’s 
recommendation to remove the extrac-
tion solvent to guarantee a food-grade 
purity of the resin at the time of use, 
in accordance with current good manu-
facturing practice. 

(c) The temperature of the aqueous 
food stream contacting the polymer is 
maintained at 79.4 °C (175 °F) or less. 

(d) The copolymer may be used in 
contact with food only of Types I, II, 
and VI–B (excluding carbonated bev-
erages) described in table 1 of para-
graph (c) of § 176.170 of this chapter. 

[50 FR 61, Jan. 2, 1985]
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